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MEBLAFTLR Bl HEEMEARA A
Company Name KUNSHAN SMITH METAL MATERIALS CO., LTD
shown on Report

o oHk B LT T LB o T [ SRR B 75 555
Address ROOM 5, NO. 7, HUASONG ROAD, YUSHAN TOWN,

KUNSHAN CITY, JIANGSU PROVINCE

PAUF U IRZ FE i Bk b A B i B iR R AR A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

B 2R SUS304

Sample Name SUS304

PS5 SUS304

Model No. SUS304

B H 3 2024.06.13

Sample Received Date  Jun. 13, 2024

FE A B A 2024.06.13-2024.06.18

Testing Period Jun. 13, 2024 to Jun. 18, 2024

RIER A2 PR, W FTHE SRR B4 (PD), #(Cd), ZR(Hg), 7SHrE&(Cr(Vvl)), ) Wk

ZIRILA(PBBs), %R %M (PBDESs), <7 — HK/i5(DBP, BBP, DEHP, DIBP), %% (Be),
Bh(Sb), F(F), F(CI), JR(Br), ()47,

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Beryllium(Be), Antimony(Sb),
Fluorine (F), Chlorine (CI), Bromine (Br), lodine (1) in the submitted sample(s).

Inspection & T

LI 35 (AR 5 R HE T .
Test Method/Test Result(s) Please refer to the following page(s).

% /% oM 2024.06.18
Z Date e

KA
FARZH Technical Manager No. R686121415
£ L5485 T AR AR X ¥ PH #3286 5
ional(Suzhou) Co.,Ltd No0.3286Chengyang Road, Xiangcheng District, Suzhou,Jiangsu

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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B o R R R R R e R R o A R R R R R R Rk R R S o R S R R R R R R AR AR R R AR R R R AR R R AR R R R A R R AR R R AR Ak e

£54# Conclusion

WA Sy T R s
Tested Sample According to standard/directive Result
PRI Wk 2 RoHS#5 4-2011/65/EU J2 HAE 1T 5 4 (EV) s
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment (EU) PASS
2015/863

5 BTG 25 SR 3 2 BR 2 ROHS 5 4-2011/65/EU K H:AB1T 154 (EU) 2015/863 2 3K I FRAE -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU) 2015/863.

Hotline:400-6788-333  www.cti-cert.com  E-mail:info

cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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KK HE Test Method
i N A By
B F B 77 .
Test |tem(S) Test Method Equipment(s)
H IEC 62321-5:2013 ICP-OES
Lead (Pb)
L IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
* IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
Hexavalent Chromium (Cr(VI1))
2RI IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
LR T IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
A R IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
i £:75US EPA 3050B:1996 & US EPA ICP-OES
Beryllium(Be) 6010D:2018*
Refer to US EPA 3050B:1996 & US EPA
6010D:2018*
B 22 US EPA 3050B:1996 & US EPA ICP-OES
Antimony(Sb) 6010D:2018*
Refer to US EPA 3050B:1996 & US EPA
6010D:2018*
Pz Z2#EN 14582:2016 Ic
Fluorine (F) Refer to EN 14582:2016
H ZHEN 14582:2016 IC
Chlorine (CI) Refer to EN 14582:2016
i ZEN 14582:2016 IC
Bromine (Br) Refer to EN 14582:2016
Tk S#EN 14582:2016 Ic
lodine (1) Refer to EN 14582:2016

nTEE

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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RMLER Test Result(s)

WRTE Tested Item(s) S RRe T YR HH R PR
002 MDL Limit

£t Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7k Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

g% Hexavalent Chromium (Cr(V1)) N.D. ¥ 0.10 pug/cm? 1000 mg/kg

(LOQ)

WHRTH Tested Item(s) 4R Result 7y ¥ i A8
002 MDL Limit

Z IR Polybrominated Biphenyls (PBBs)

—{RELZK Monobromobiphenyl N.D. 5 mg/kg

TJREXZE Dibromobiphenyl N.D. 5 mg/kg

=REEAE Tribromobiphenyl N.D. 5 mg/kg

VORIEA Tetrabromobiphenyl N.D. 5 mg/kg

TLIRIEA Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

NIRIEK Hexabromobiphenyl N.D. 5 mg/kg

LIRECPE Heptabromobiphenyl N.D. 5 mg/kg

JUREXZR Octabromobiphenyl N.D. 5 mg/kg

JURIER Nonabromobiphenyl N.D. 5 mg/kg

+IREZ Decabromobiphenyl N.D. 5 mg/kg

WRGE Tested Item(s) iR Result TR R R
002 MDL Limit

ZIR KB Polybrominated Diphenyl Ethers (PBDEs)

— R M Monobromodiphenyl ether N.D. 5 mg/kg

TR 2KEF Dibromodiphenyl ether N.D. 5 mg/kg

=R KWk Tribromodiphenyl ether N.D. 5 mg/kg

VU — %M Tetrabromodiphenyl ether N.D. 5 mg/kg

TR 2Kk Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

7NIR 2K Hexabromodiphenyl ether N.D. 5 mg/kg

LR —2KEk Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2K Octabromodiphenyl ether N.D. 5 mg/kg

JLIR K Nonabromodiphenyl ether N.D. 5 mg/kg

¥ — ¥ Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333

www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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RMLER Test Result(s)

i %R Result 77 ¥ HH R PR

b Tested It al x

sl e 002 MDL Limit
4% — HIEgEE Phthalates (DBP, BBP, DEHP, DIBP)

&K —H I —TlE Dibutyl phthalate (DBP) N.D. 50 mg/kg 1000 mg/kg
CAS#:84-74-2

SRR —HR T RN AERE Butyl benzyl N.D. 50 mg/kg 1000 mg/kg
phthalate (BBP)

CAS#:85-68-7

SRR R —(2-24.3E) g Di-(2-ethylhexyl N.D. 50 mg/kg 1000 mg/kg
phthalate (DEHP)

CAS#:117-81-7

A2k —HER — 5% Tl Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)

CAS#:84-69-5

. 8 Result

WA E Tested Item(s) AR 2 FrEER PR MDL
B Beryllium (Be) N.D. 10 mg/kg

& Antimony (Sh) N.D. 10 mg/kg

. 8 Result

MRIE Tested Item(s) ”%002 FHER R MDL
. Fluorine (F) N.D. 10 mg/kg

. Chlorine (CI) N.D. 10 mg/kg

#® Bromine (Br) N.D. 10 mg/kg

fi 1odine (1) N.D. 10 mg/kg

www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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BEM AL Sample/Part Description

g

CTIFE D Ejt:pa

No. CTI Sample ID Description

1

BYE:

Remark:

R

Note:

002 Reos)d
Silvery metal

TR, 4R, R & SR EERTA.

-N.D. = Ktath (NTT7iEk R e & IR)

-mg/kg = ppm = HJisrZ—

-1000 mg/kg = 0.1%

-LOQ = EEFR, /SIS E IR 50.10 pg/cm=

TSR IRIE/NT0.10 po/emZ BEELRAT SRS o BT ORSRENRE S IR SRR AE PR HI, BERRIS
e MR 25 SRA REARZR IR i 5 7S I 8% IR

The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury, Beryllium,
Antimony.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL or LOQ)

-mg/kg = ppm = parts per million

-1000 mg/kg = 0.1%

-LOQ = Limit of Quantification, The LOQ of Hexavalent chromium is 0.10 pg/cm=

=¥ The sample is negative for Cr(VI) — The Cr(VI) concentration is below 0.10 pg/cm?2. The coating
is considered a non-Cr(V1) based coating. Information on storage conditions and production date of
the tested sample is unavailable and thus Cr(\V1) results represent status of the sample at the time of
testing.

ARG FBAR L R ORI . HE. S AFREER . SVFERHRSEMA.

O RINZLITIENFECNASIA AT TEE A
The testing data and result(s) in this report is(are) just for scientific research, education, internal

guality control and product development etc.
“*» indicates the method(s) is (are) not in CNAS accreditation scope.

www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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KRR Test Process

1.

#:(Pb), 4R(Cd)
Lead (Pb), Cadmium (Cd)

IR &
Test Report

FREFE & T 7 35 P
Weigh sample and place it

in a vessel

HIIPATEY ER =il

::> Add digestion reagent ::>

FH AR Al 78 R

#7050 310 |
Page 7 of 10

TH RRFE A

Digest the sample

Gt u

o vk b B
. Dry Ashing/ i
ICP-OES ;o
H 557 HETK E " Alkali Fusion/ Residue it iE
' <:| Make up with Acid Dissolution <:
Analyzed by deionized water Filtration
ICP-OES eionized water .
St
Solution
2. 7R(Hg)
Mercury (Hg)
wor CEERE I T AR I 17 : R
c1gh sample and place 1 —/| Add digestion reagent Digest the sample
in a vessel
sl /1 A 1
PERV I <: 5 Ris
)EH ICP-pES {‘%%7}(%@ Alkali Fusion/ Residue .
I (::I Make up with Acid Dissolution L ag
Analyzed by foni Filtration
ICP-OES deionized water —
R
Solution
3. A (Cr(VI))
Hexavalent Chromium (Cr(VI))
HUE B R A A KR E I B

Take a portion of [——

the sample

(FEMTEF: KA =1cm2: 1mL)

Extraction with boiling water

(The ratio of sample area to boiling water

volume is 1 em?to 1 mL)

F UV-Vis 434

Analyzed by UV-Vis

I 7 Filter and remove

the sample

{l

I RE e

Add test solution

Hotline:400-6788-333  www.cti-cert.com

E-mail:inf

P pH

Adjust the pH value

of the solution

ti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@ct

- 4
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4. ZEBPEFH(PBBs), HIR_FKEKPBDES)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

Analyzed by deionized water

ICP-OES byl
Solution
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700

WEmTEY FIA BLE R AR L A AL
Weigh sample and place —" Extracted with — Concentrate the extract
it in a thimble organic solvent
i GOMS M7 FALER R BRI R R
— Make up with K Transfer the extract into a
P
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 48X _FEMA(DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
WEFGTESED F A B 77U AR RGBT
Weigh le and pl — Extracted with "
€187 saliiple ahd place Hactet W Concentrate the extract
it in a thimble organic solvent
i GOMS A4 EHLER S e et
— Make up with K Transfer the extract into a
P
Analyzed by GC-MS . ,
organic solvent volumetric flask
% (Be), BA(Sb)
Beryllium(Be), Antimony(Sb)
_ W\iﬁ—&ﬂ:?&ﬁiﬁﬂﬁl DA it 77 HELES ST
Weigh sample and place it in a — Add digestion reagent :> Digest the sample
conical flask
FA R A 78 R R,
o 1 H"\IQJ: H — B i
: - . Dry Ashing/ .
& IZ\I;‘HOES KK E “ Alkali Fusion/ Residue R
v - Make up with Acid Dissolution (::

Filtration

Complaint E-mail:complaint@cti-cert.com
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7. #(F), &(CD, &(®Br), B
Fluorine (F), Chlorine (Cl), Bromine (Br), lodine (I)
b T o . (eI AR
Weigh and place sampleina | — — Combust the sample in

Fill the bomb with oxygen ‘
sample cup of bomb

oxygen bomb

I

A IC 4347 HB AR E S HEERMERAFERN
N Make up with K—  Transfer the sample solution
Analyzed by IC . . ,
ultra-purity water into a volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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sl

Photo(s) of the sample(s)

R

v

75 B Statement::

1. KEIUAR 5 CHEAE NS 7, < 3 R A5 Ja 44 35 02
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. AR AT AR MEE . B SRS B AR E IR AL, RIEE RO RS 15T, CTIRM SEH L
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR AN 45 RAUKE 32 U FE o 51575
The result(s) shown in this report refer(s) only to the sample(s) tested,;

4. BAERA WM, 5 S HILAC-G8:09/2019 / CNAS-GLO15:2022 i Fi i #1425 5% (w=0) — 7034 & MU 34T 745 A5 M 1)
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RACTIFHHFE, AMEHSEHIARE;

Without written approval of CTI, this report can’t be reproduced except in full;

6. IR RSN R S PN ER 2R, DO
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

***j:& %:. éﬁ ﬁi***

*** End of report ***

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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